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Introduction
Multi-drug resistance is a serious problem to global 

community well-being and has attracted worldwide attention 
[1,2]. Antibacterial resistance by bacterial pathogens 
becomes increasing because of mutations after exposure to 
various drugs leading to infections in healthcare centers and 
communities [1,3-5].

Large numbers of pathogens are getting multidrug-
resistant (MDR) due to inadequate dosage, long-term usage, 
evolvability of microbes, and intensive and inappropriate 
application of antibiotics in veterinary, clinical, and 
agricultural settings, leading to the detection of antibiotic-
resistant bacteria (ARB) and antibiotic resistance genes 
(ARGs) in diverse settings [4,6-10]. This is when patients 
stop their medication dose by taking half in concentration or 
number (capsule) on their own self and the amount taken may 
not kill all the number of pathogens satisfactorily because of 

low/inadequate dosage of drugs. Through this, pathogens 
become adapted to the prescribed drugs and became active 
after a time and do it best of all by adapting to the medication. 
Thus, evolutionary biology suggests drug resistance is a factor 
in the emergence and spread of drug resistance. This problem 
may be a patient’s error. Health risk expectations of drug 
resistance are challenging as there are continuous additions 
of the latest antibiotics from different environments, that 
obscure the antibiotic resistance mechanisms encoded by its 
resistome [2,3,5].

Recent reports have indicated that horizontal gene transfer 
(HGT) has become a major concern in public health through 
the spread of antibiotic resistance genes amongst pathogenic 
bacteria [1,2,10]. Mobile genetic elements like transposons 
and plasmids can disseminate a various range of antibiotic 
resistance genes [11]. Bacteria developed resistance through 
diverse mechanisms, for example, drug target alteration, 
degradation of antibiotics, and reduction of antibiotic uptake 
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Antibiotic-resistant bacteria are emerging pathogens whose resistance profi les generate 
a serious health crisis by holding their impact on human health. Misuse of antibiotics has 
directed the emergence of microbes immune to presently accessible drugs. Pathogenic 
bacteria become resistant by employing various mechanisms, such as; antibiotic modifi cation, 
target site alteration, and biofi lm formation, increasing the time they spend in the intracellular 
environment where antibiotics are unable to succeed at therapeutic levels. Due to this, attempts 
are being made to develop new alternative nanoantibiotics as a promising approach to treat 
multidrug resistance disease-causing bacteria. Accordingly, there is considerable contemporary 
attention to the use of nanoparticles (NPs) as antibacterial agents against diff erent pathogens 
and as target drug delivery toward specifi c tissues therefore microbes are eliminated by the 
biocidal properties of nanoantibiotics. Additionally, the utilization of nanoencapsulation systems 
can help to beat the issues of, those with toxicity natures, and target drug delivery problems. 
This review encompasses the antibiotic resistance prevalence, mechanisms, and therefore 
the use of nanoparticles as antibacterial and drug delivery systems to overcome the antibiotic 
resistance challenges of bacteria. Overall, this review paper provides a conceptual framework for 
understanding the complexity of the matter of emergence of antibiotic resistance bacteria even 
for brand spanking new synthesized antibiotics. Therefore the availability of such knowledge 
will allow researchers to supply detailed studies about the applications of nanoparticles in the 
treatment of multidrug-resistant bacteria. 

https://crossmark.crossref.org/dialog/?doi=10.29328/journal.aac.1001025&domain=pdf&date_stamp=2022-06-08


Treatment of antibiotic-resistant bacteria by nanoparticles: Current approaches and prospects

 www.advancechemjournal.com 002https://doi.org/10.29328/journal.aac.1001025

[12]. The currently available antibiotics may be found in low 
concentrations at the injection site and need multiple entry 
mechanisms to sustain an endless bactericidal effect [10]. 
To mitigate this, recent efforts in addressing the antibiotic 
resistance challenges lie within the use of nanoparticles as 
antimicrobial agents against different pathogens that resist 
multidrug and as antimicrobial delivery vectors toward 
speci ic tissues [9].

Nanoantibiotics and nano delivery systems are a relatively 
new but rapidly developing science where materials within 
the nanoscale range are employed to serve as means of 
antibacterial and deliver therapeutic agents to speci ically 
targeted sites in a controlled manner [13,14]. Nanoparticles 
have an antibacterial nature by overcoming existing drug 
resistance mechanisms like destructing bio ilm formation and 
inhibiting biomolecule synthesis [13,15].

Nowadays, the conventional antimicrobial delivery system 
causes microbes to develop different resistance mechanisms, 
and one of the foremost encouraging approaches to advance 
the ef icacy of antibiotics is to compound them with nano 
delivery materials [13,16]. Such vectors can protect drugs 
from enzyme degradation and increase the satisfying ef icacy 
of the drugs [17]. Therefore, the objective of this review is 
to report on new insights about employing nanotechnology, 
speci ically nanoantibiotics and nano-drug delivery as a fresh 
paradigm for overwhelming antibacterial resistance.

Antibiotic resistance prevalence of bacteria

The spread of ARB and ARGs became an evolving problem 
for worldwide health [3,5,8,13,14,18,19]. Recent reports have 
discussed that horizontal gene transfer leads to the gaining 
or alteration of characters for drug- ighting and virulence 
factors [1,19,20]. Similarly, reported that introduced genes 
in one pathogenic bacterium may confer a novel trait in 
other bacteria, which might be a cause of possible harm to 
the health of individuals or the environment [12,19]. Table 1 
shows antibacterial development and subsequent resistance 
timelines.

Recent reports have revealed that the misuse of antibiotics 
in different environments leads to a global spread of resistance 
because microorganisms are experts at adaptation in luenced 
by human activity followed by the natural genetic exchange 
[4,7,8,16,19,21,22]. Nguyen, et al. suggested that there is a 
growing body of evidence that indicates that high levels of 
antibiotic resistance emerge due to combinations of several 
mutations and, they get mobile genetic elements from other 
bacteria through genetic exchange mechanisms [2,10,19]. 
Recent reports have found that MDR Enterococcus isolates 
harboring both resistance and virulence genes in fork samples 
function as a reservoir for the potential transfer of those genes 
from poultry to humans through the farm to fork continuum 
[22]. 

Antibiotic resistance mechanisms in bacteria

The age of recent antibiotics started with the invention 
of penicillin by Fleming and since then, several antibiotics 
are introduced to save lots of lives (Table 1). However, 
resistance evolved over time in comeback to the unintended 
discharge of antibiotics to different environments [2,3,5,8], 
indicated that the occurrence and rise of antibiotic-resistant 
microbial populations in several environments for various 
classes of antibiotics are unavoidable due to the principles of 
evolution. Similarly [1], revealed that drug resistance could 
be intrinsic, mutations, or due to horizontal gene transfer. 
Examples of antibiotic-resistant bacteria that are multidrug-
resistant bacteria usually of problem in healthcare practices 
are Mycobacterium tuberculosis, Escherichia coli, Klebsiella 
pneumonia, Enterococci spp., Pseudomonas aeruginosa, 
Staphylococcus aureus, Staphylococcus pneumonia, etc. 
Antibiotic resistance genes have emerged as environmental 
contaminants and have the capability to spread among 
bacteria and distribute from humans and animals to the 
natural environment [2,3]. 

Antibiotic modifi cation degradation

Enzymatic inactivation enzymes like hydrolase and 
transferase enzymes lead to the inactivation of the 
antimicrobial agent’s structure of the drugs. Antibiotic 
modi ication or degradation is one of the foremost effective 
bacterial approaches to resist the actions of antibiotics. 
This strategy is by the production of certain enzymes that 
deactivate the antibiotics by adding speci ic chemical moieties 
to the compound, rendering the antibiotic unable to interact 
with its target [12]. Phosphorylation and adenylation are 
known to be employed by some pathogenic bacteria, primarily 
against aminoglycosides. In addition to this [12], reported that 

Table 1: History of antimicrobial development and later development of resistance.
Antibiotics History

Penicillin (1942)

Penicillinase spread (1945)
Transferable Penicillinase in Gonococcus 

(1976)
Penicillin-resistant Enterococcus (1983)

Streptomycin (1947) Streptomycin resistance (1947)
Tetracycline (1952) Tetracycline resistance (1956)

Vancomycin (1958)

Rarely used until the mid-1980s
Vancomycin-resistant Enterococcus (VRE) 

(1987)
Vancomycin intermediate resistant S. aureus 

(ViSA) (1996)
Vancomycin-resistant S. aureus (VRSA) (2002)

Methicillin (1959) Methicillin-resistant S. aureus (MRSA) (1961)
Community-acquired MRSA (1999)

Cephalothin (1964) Cephalothin resistance: 1st cephalosporin 
(1966)

Gentamicin (1967) Gentamicin resistance (1970)

Cefotaxime: FDA approved (1981)
Cefotaxime resistance (1983)

The fi rst outbreak of 3rd cephalosporin-resistant 
K. Pneumoniae (1987)

Imipenem, 1st Carbapenem (1984) Carbapenem-resistant Acinetobacter baumani 
(1998)

Linezolid, fi rst oxazolidinone: FDA 
approved (200) Linezolid-resistant S. aureus and VRE (2001)
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β-lactamases are the most common resistance mechanism 
used by gram-negative bacteria to β-lactam drugs. 

Target modifi cation

Microorganisms are quite surprising in the adaptation 
and evasion of molecules against them in the era of antibiotic 
resistance. From the mechanisms, changing the cellular 
targets of antibiotics is a common mechanism of antibiotic 
resistance within the bacterial world. Peterson and Kaur, 
2018 revealed that modi ication in the cellular targets acts 
as a self-resistance tool in the contradiction of many groups 
of antibiotics [12]. Analysis of the biosynthesis clusters of 
β-lactam producing bacteria showed that they often contain 
genes for protein-binding proteins (PBPs), suggesting their 
role in self-resistance [23].

Decreased uptake and increased effl  ux of drugs

Proteins found in the plasma membrane-like 
transmembrane proteins and ef lux pumps play a signi icant 
role in increasing antimicrobial resistance rendering drugs of 
no use [4]. This is how antibiotics have less chance of entry 
into the cytoplasm and ef lux pumps avoid the entrance of 
therapeutic level antimicrobials within the microbial cell. 
Accordingly, has been shown that drug ef lux pumps of the 
bacterial pathogens prevent the entry of drugs and increase the 
ef lux of the antibacterial agent from the microbial cell before 
it reaches its target site to exert its effect [13]. Furthermore, 
many bacterial species have the capability to overexpress 
ef lux pumps, deliberating them with an outstanding ability 
to battle the effects of many available antibiotics. Also, Verni, 
et al. reported that comparatively, gram-negative bacteria are 
more resistant than gram-positive this is due to the presence 
of a large periplasmic space along with an outer membrane, 
and the drug is sequestered by an ef lux pump directly from 
the periplasm and extruded out even before they reach the 
cytoplasm [24]. In addition, Hemeg found that E. coli has the 
ability to extrude antibiotics through its many ef lux pumps 
[13]. 

Biofi lm formation

A bio ilm is often de ined as a matrix-enclosed accretion 
of single or multiple strains of bacteria that adhere to 
biological or non-biological surfaces and communicate by 
secreting chemicals [13,25]. Cao, et al. demonstrated the 
resistance nature of bacteria in bio ilms are more resistant to 
drugs related to their free- loating state, as bio ilms prevent 
antibiotic permeation [25]. The accumulation of many cells 
in bio ilms may increase resistant mutants which will be 
designated under antibiotic pressure and therefore DNA in 
the extracellular matrix can enhance the transfer of resistance 
genes among the bacteria inally leading to bacterial resistance 
to brand-spanking available standard antibiotics [26]. 
Bio ilms formed by several pathogenic bacteria result in the 
development of resistance against antimicrobial compounds 
[27]. Furthermore, Karami, et al. found that bio ilms of 

Pseudomonas aeruginosa act as a bar rier to diffusion by 
deceiving and degrading antibiotics and thus render tolerance 
to even high concentrations of antibiotics [28]. 

Nanotechnology in the fi ght against antibiotic-resistant 
bacteria

Nanotechnology-based on nanoscale materials is being 
more widely used in therapeutic settings, particularly as a 
new paradigm for infectious illnesses. Multidrug-resistant 
organisms (MDROs) infections are becoming more common 
as a cause of morbidity and mortality across the world. The 
number of antibiotics available to treat infections caused 
by MDROs is frequently restricted. These clinical issues 
emphasize the urgent need for new and more effective 
antibacterial methods. Nanotechnology in mitigating 
antibiotic resistance is based on the science of using nanoscale 
materials utilized for nanoantibiotics and nano-drug delivery 
systems. This new approach can be applied to the production 
of new antibiotics is a promising approach, since the use 
of nanometric size materials can result in greater contact 
between the compound and the bacteria with improved 
bioavailability, increased absorption, and the faster passage of 
the drug into the cell [14,29]. Agarwal, et al. found that there 
is a controlled release system for the targeted delivery of 
encapsulated or surface adsorbed drugs [30]. Nanomaterials 
can penetrate the cell wall of pathogenic microorganisms and 
interfere with important molecular pathways, formulating 
unique antimicrobial mechanisms [9]. In combination with 
standard antibiotics, NPs have found synergy antibacterial 
natures to conventional antibiotics and may aid in limiting the 
global crisis of emerging bacterial resistance.

Antibacterial nature of nanoparticles

Many factors in luence the pharmacokinetics of NPs, 
including particle shape, particle size, particle surface charge, 
particle surface coating, nature of particle, protein binding, 
dosage, and animal species. NPs are now being seen as a viable 
alternative to antibiotics, and they seem to have a high potential 
for solving the issue of bacterial multidrug resistance [25]. 
Nanoparticles are nanosized molecules with a minimum of 
one dimension within the nanometer scale range (1-100 nm).
Their high antibacterial activity is due to their wide surface 
area to volume ratio, which enables the binding of a large 
number of ligands on the nanoparticle surface and thus 
complexation with receptors on the bacterial surface [30]. 
NPs have multifunctional pathways for attacking bacteria that 
are distinct from those of commonly available antibiotics, and 
they may be potential antimicrobials. Nanoparticles have the 
ability to penetrate bacteria and interact with a number of 
internal components. However, bacteria exposed to nonlethal 
concentrations of AgNPs showed an increase in their 
resistance due to mutations that caused the down-regulation 
of several genes [5]. 

Mode of action of nanoparticles as antibacterial

The ability of NPs to impart physical defense against 
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bacterial resistance mechanisms improves their therapeutic 
potential, and they provide complicated antimicrobial 
mechanisms against which bacteria are unlikely to develop 
resistance (Figure 1). Enzymatic repression, improvements 
in gene expression, oxidative stress pathways, protein 
deactivation, and the release of free metal ions are all 
activated as bacteria interfere with NPs, resulting in cell 
wall injury, enzyme inactivation, reduced cell permeability, 
and disruption of DNA synthesis [13-15,31]. Also [25,28,32] 
revealed that NPs have the nature and characteristics to treat 
antibiotic-resistant bio ilms. 

Generation of reactive oxygen species (ROS)

One of the most critical mechanisms by which NPs 
can interrupt disease-causing agents’ normal metabolic 
pathways in the oxidative stress caused by ROS (Figure 1). 
As a result, revealed that the toxicity of NPs has been linked 
to the formation of reactive oxygen species (ROS) such as 
superoxide anions, hydroxyl radicals, and hydrogen peroxide, 
which inhibit DNA replication and protein synthesis while 
also destroying cell membranes via lipid peroxidation, 
compromising membrane semi-permeability, and suppressing 
oxidative phosphorylation [13]. As a result, the amount of ROS 
produced by NPs is determined by the chemical nature of the 
NPs. Excessive processing of ROS disrupts redox homeostasis, 
resulting in oxidative stress, which affects membrane lipids 
and changes DNA and protein structure [33] revealed that 
the ROS generated by nanomaterials can damage and destroy 
the cellular components of pathogens irreversibly (e.g., 
membrane, DNA, protein, and mitochondria), resulting in cell 
death. Moreover [19], reported that after 2 hours, intracellular 
ROS levels in E. coli treated with 100 mg/L Cu2O, Ag, and 
ZnO increased by 205 percent, 48 percent, and 136 percent, 
respectively.

Destruction of biofi lm and its resurgence

Many studies have shown that nanomaterials can disrupt 
bacterial membranes and hinder bio ilm production, limiting 
the microorganism’s ability to survive. Many methods for 
inhibiting bio ilm formation include targeting and interfering 

with quorum sensing molecules. In this regard, Mahamuni-
badiger, et al. found that ZnONPs destroy bio ilms by releasing 
Zn+ ions. Figure 1 also shows the destruction of bacterial 
bio ilm by ZnO, CuO, and AgNPs [32].

Causing direct damage

Gram-negative bacteria’s cell membrane is made up of 
lipid conjugated proteins and phosphates, which form a 
layer that only allows some macromolecules to get through. 
According to Anuj, et al. AgNPs have destroyed the membrane 
of P. aeruginosa [34]. The adhesion of nanoparticles to 
bacterial membranes causes the membrane to be disrupted or 
porosi ied, allowing the NPs to enter the cell and interact with 
essential molecules and organelles such as enzymes and DNA. 
The antimicrobial actions of NPs against MDROs are shown in 
Table 2.

Nanoantibiotics

Owing to the failure of existing antibiotics to effectively 
combat bacterial infections, the hunt for unconventional 
biocides has intensi ied in recent years, and metallic 
nanoparticles provide a special potential means of combating 
ARB [35]. NPs offer a prospective approach to managing 
infectious diseases caused by MDR bacteria, according to [15]. 
In this regard, NPs have demonstrated medicinal potential 
in the future due to their distinct physical and chemical 
properties [13]. Metal oxide NPs such as copper oxide (CuO), 
titanium dioxide (TiO2), and zinc oxide (ZnO) have been shown 
to be effective against pathogens such as methicillin-resistant 
Staphylococcus aureus and Escherichia coli.

Silver (Ag) NPs

AgNPs are increasingly used in medicine due to their 
wide range of antimicrobial activities [36]. The use of AgNPs 
to treat infectious diseases has shown to be effective against 
MDR pathogens [1,6]. Since AgNPs are smaller and have 
a higher surface area to volume ratio, they can interfere 
with cell membranes and in luence bacterial structure and 
metabolism [19]. AgNP has biocidal activity against a wide 
variety of gram-positive and gram-negative bacteria [37]. 
Because of their unique physicochemical properties, AgNPs 
can inhibit the growth of many bacteria and fungi. They have a 
high surface area-to-mass ratio, which helps them engage with 
bacteria physically. AgNPs can have a direct effect on bacterial 
cell membranes, affecting respiration, metabolism, and 
proliferation. They can cause the formation of reactive oxygen 
species (ROS), which enhances their antibacterial effects. 
AgNPs have recently been discovered to disrupt quorum 
sensing in bacterial bio ilms. Pseudomonas aeruginosa bio ilm 
development was inhibited by myco-fabricated AgNPs (mfAg 
NPs) [25].

The antibacterial nature of AgNPs is mainly based on 
the following mechanisms: (a) oxidative stress through the 
catalysis of reactive ROS formation, (b) interference of DNA 
replication, and (c) release of Ag ions which bind to electron 

 

Figure 1: Mode of action of nanoantibiotics as antibacterials adopted from [31].



Treatment of antibiotic-resistant bacteria by nanoparticles: Current approaches and prospects

 www.advancechemjournal.com 005https://doi.org/10.29328/journal.aac.1001025

donor groups in molecules containing sulfur, oxygen, or 
nitrogen [1,19,37]. In particular, AgNPs can introduce ROS 
and cell membrane damage to bacteria [19]. The entry of 
AgNPs induces ROS that will inhibit ATP production and DNA 
replication. Singh, et al. and Dakal, et al. found that AgNPs have 
also proven to be effective against bio ilms of Staphylococcus 
aureus [5,38]. Furthermore, Lu, et al. found that both silver 
ions and silver nanoparticles facilitate the horizontal transfer 
of plasmid-mediated antibiotic resistance genes via inducing 
ROS overproduction, triggering a response, and increasing 
cell membrane permeability [1].

Copper Oxide (CuO) NPs

Copper-containing NPs have been shown to be effective 
against bacteria, prevent the development of MDR bio ilms, 
and have the ability to act as antimicrobial coating agents. 
Cu2ONPs cut a hole in the cell membrane, allowing unwanted 
contaminants to lood through the cell more easily [19]. 
Copper oxide NPs produce reactive oxygen species (ROS), 
which can contribute to DNA degradation due to the release of 
metallic ions. Su et al. investigated the effect on the expression 
of intracellular proteins and when CuONPs enter bacteria, 
metabolic functions are affected, such as active transport, 
electron transfer, and nitrogen metabolism [39]. In addition, 
Kruk, et al. found that copper NPs accomplished inhibiting the 
growth of Pseudomonas aeruginosa and methicillin-resistant 
Staphylococcus aureus [40]. The study conducted by, Zhang, 
et al. examined and found that Cu2O showed a considerably 
synergistic antibacterial effect combined with aminoglycoside 
antibiotics against Escherichia coli, and the inhibition zone 
area increased by 59.0% when Cu2O was combined with 
neomycin [19]. 

Zinc Oxide (ZnO) NPs

ZnO NPs have antibacterial properties against a wide 
range of bacteria and fungus. ZnO NPs, like Ag NPs, promote 
the formation of reactive oxygen species (ROS), which leads to 
cell death. They can also disrupt the integrity of the bacterial 
cell membrane, resulting in leakage and bacterial death. 
At a concentration of only 12 g/mL, ZnO NPs can prevent 
Streptococcus pneumoniae, a major cause of pneumonia, from 
forming bio ilms. ZnO NPs could disrupt oral bio ilms through 
a variety of mechanisms, including (1) disrupting EPS and 
causing single bacteria to be separated from the bio ilm, (2) 
triggering the production of reactive oxygen species (ROS), 
(3) binding to and inhibiting the normal functions of DNA 
and enzymes [25,41]. ZnONPs can inhibit bio ilm formation 
by Streptococcus pneumonia, a common cause of pneumonia, 
and reduce bio ilm formation by uropathogenic Escherichia 
coli strains. Also, Agarwal, et al. concluded in their experiment 
that zinc oxide nanoparticles also happen to block or inhibit 
the zinc ion ef lux pump which aids in increasing local zinc 
ion concentration in a vulnerable situation [30]. Among metal 
and metal oxide nanoparticles, silver exhibits remarkable 
antimicrobial activity and is one of the most extensively 
studied nanomaterials for their antimicrobial activity [27]. 
Moreover, antimicrobial activities of silver nanoparticles 
against pathogens causing global concerns such as TB and 
cholera are also reported.

Titanium Dioxide (TiO2) NPs

TiO2NPs are widely utilized in food items, such as sweets 
and chewing gums with the E171 designation [27]. When 
exposed to UV light, TiO2 acts as a photocatalyst, assisting in 

Table 2: Nanoparticles against MDR pathogens and their mechanisms of action.
Types of nanoparticles Targeted bacteria Mechanisms of antibacterial actions Reference

AgNPs

Escherichia coli  Reactive oxygen species (ROS) generation 
 Lipid peroxidation
 Inhibition of cytochromes in the electron transport chain 
 Bacterial membrane disintegration 
 Inhibition of cell wall synthesis 
 Dissipation of proton gradient resulting in lysis
 Adhesion to cell surface causing lipid and protein damage 
 Ribosome destabilization
 Intercalation between DNA bases

[19] 
Enterococcus faecalis (VRE), 

Staphylococcus epidermidis (MRSE), 
Pseudomonas aeruginosa, Staphylococcus aureus

[13,46]

Staphylococcus aureus, Pseudomonas aeruginosa, 
K. pneumoniae, Bacillus cereus

Salmonellatyphimurium
[13,47]

Escherichia coli, Staphylococcus aureus (MRSA), 
Streptococcus Pneumoniae [13,48]

AuNPs

Escherichia coli, Klebsiella pneumonia  Loss of membrane potential 
 Reduced ATPase activity 
 The decline in tRNA binding to ribosome subunit 
 Bacterial membrane disruption 
 Generation of holes in the cell wall 
 Evade multidrug effl  ux pumps
 Disruption of the bacterial cell wall 
 DNA damage Disruption of the bacterial cell wall

[19,49] 

Streptococcus Bovis, 
Staphylococcus epidermidis, 

Enterococcus Aerogenes
[19,50]

ZnONPs
Escherichia coli  ROS generation and disruption of bacterial cell wall

 Enzyme inhibition
 Lipid and protein damage

[19] 
Staphylococcus aureus, 

Pseudomonas aeruginosa [30] 

CuNPs

Escherichia coli  Reactive oxygen generation 
 Copper ions release and subsequently bind with DNA leading to 

the disorder of helical structure
 Dissipation of cell membrane potential

[13,19] 
Staphylococcus aureus, 

Staphylococcusepidermidis [40] 

P.aeruginosa [13,19] 

TiO2NPs S. aureus
 Release ions and react with the thiol group of proteins present on 

the bacteria surface
 ROS generation and disruption of bacterial cell wall

[51] 
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the production of powerful oxidizing agents. They can break 
down Listeria monocytogenes bio ilms, prevalent food-borne 
bacteria that cause health problems during food preparation. 
TiO2NPs, on the other hand, can limit the development of 
bacteria and minimize the formation of bio ilms [25]. Also, 
TiO2NPs have antibacterial action against Enterococcus 
faecium, Klebsiella pneumoniae, Pseudomonas aeruginosa, 
and Staphylococcus aureus among pathogens. This is because 
TiO2NPs may have antibacterial action against bacteria by 
causing DNA damage following internalization, inhibiting 
respiration, peroxiding membrane phospholipids, and 
generating reactive oxygen species (ROS) [27]. Antimicrobial 
properties of TiO2NPs are primarily related to the formation of 
reactive oxygen species (ROS), notably –OH free radicals [42]. 
The mechanism suggested for TiO2 NPs is oxidative stress 
induced by ROS. As a consequence, ROS causes DNA damage 
at speci ic sites [33].

Gold (Au) NPs

The antibacterial function of AuNPs is linked to the 
inhibition of ATPase production, which leads to a decline 
in cell metabolism, as well as the inhibition of the ribosome 
binding subunit to tRNA [43]. For this reason, Shamaila, et al. 
hypothesized that AuNPs could disrupt the bacterial respiratory 
chain by destroying nicotinamide [44]. When the surfaces of 
Au NPs are altered, their antibacterial activity may be reduced 
[13]. Through the dissipation of bacterial membrane potential 
and the increase of adenosine triphosphate (ATP) levels, Au-
Pt bimetallic NPs show antibacterial action against multidrug-
resistant Escherichia coli [15].

Iron Oxide (FeO) NPs 

Iron oxide (FeONPs) is well-known in the biomedical 
industry for its biocompatibility and magnetic properties. 
Reduced iron and FeO NPs have recently been discovered 
to have antibacterial properties that destroy bacteria cells 
by disrupting the bacterial membrane and causing oxidative 
stress within the cell [42]. In connection, Taylor, et al. 
discovered that iron oxide nanoparticles are effective at 
inactivating Staphylococcus and antibiotic-resistant bio ilms 
[45]. 

Synergetic eff ects of NPs antibiotics

Antimicrobial pathways that combine NPs and antibiotics 
have diverse antimicrobial mechanisms to counteract 
bacteria’s antibiotic resistance mechanisms. Similarly, Zhang, 
et al. found that AgNPs conjugated with gentamycin reduce the 
antibiotic equivalents’ minimum inhibitory concentrations 
against Escherichia coli NPs and have shown synergy which 
can help to reduce global warming [19]. Antimicrobial potency 
can be recovered using a mixture of NPs and clinically available 
antibiotics. Combining polymyxin B, cipro loxacin, ampicillin, 
vancomycin, or erythromycin with Ag, Au, or ZnONPs may 
help reverse antimicrobial resistance in MDROs such as 
antibiotic-resistant Acinetobacter baumannii, Pseudomonas 

aeruginosa, and vancomycin-resistant Enterococcus (VRE); 
and methicillin-resistant S. aureus (MRSA) [13].

Dose optimization and toxicity nature of nanoparticles

For medical translation, determining the optimum 
dosage is critical for clinical goals and minimizing toxicity. 
The concentrations of nanomaterials that cause cell damage 
in vitro are currently unrealistically high and impractical to 
apply to humans, so results from animal experiments may not 
be speci ically applicable to humans [27,52]. While the precise 
cause of toxic complications is unknown, it has been found 
that the bigger the NP, the higher the risk of negative health 
consequences.

Nanoparticle delivery systems improve drug solubility, 
provide immune evasion by stealth, modulate drug release 
characteristics, target drug molecules to speci ic sites, and 
deliver several drugs at once [53]. Several forms of drug 
delivery mechanisms have been investigated over the last ive 
decades to encapsulate medications and other biomolecules 
in general, comprising liposomes, micelles, and dendrimers 
[54]. Targeted NP-based drug delivery may reduce antibiotic 
systemic toxicity, decrease drug uptake, increased ef lux, 
and destroy bio ilm formation [13]. Chitosan/TiO2/Ag 
nanocomposites showed antibacterial activity by generating 
ROS, releasing lactate dehydrogenase, and inhibiting 
bacterial adhesion. Salmonella sp. was resistant to chitosan/
Ag nanocomposites [55]. Antibacterial behavior of chitosan 
doped with Ag+ was observed against Staphylococcus aureus 
and Pseudomonas aeruginosa [56].

Conclusion and future perspectives
For many years, antibiotics have been saving an enormous 

number of lives from many infectious diseases caused by 
disease-causing bacteria, and now antibiotic resistance is 
increasing at an alarming rate and is widely recognized as a 
global issue that requires urgent attention. The indiscriminate 
and inappropriate application of antibiotics in different 
communities and environments is de initely in charge of 
alarming the health crisis of antibiotic resistance. For this, 
there are selective pressures, which lead only the itting 
genotype to thrive, which results in the emergence of MDR 
strains by genetic exchange through different mechanisms 
and emphasizes the need for alternative therapeutic options. 
Timely, the emergence of resistant and more virulent strains of 
bacteria has outpaced the development of new antibiotics over 
the last few years, and of many different strategies to overcome 
this problem, NPs both as nanoantibiotics and vehicles seem 
to hold the highest promise. For this, nanotechnology is 
an urgent need for a novel therapeutic agent and which is 
getting used increasingly as both antibacterial and veχtor for 
adequate therapeutic transport of drugs to speci ic sites of 
emerging and reemerging MDR pathogens. 

Nanoparticles are engineered with unique properties, and 
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their effect is determined by their small size and large surface 
area, by which they destroy the membrane and pass through 
the microbe’s body. For this reason, substantial efforts have 
been made to improve nanoparticle-based techniques with 
the primary aim of increasing therapeutic effectiveness while 
reducing the production of drug resistance. These techniques 
have shown positive results for local antimicrobial treatment 
by encouraging antibiotic localization to the pathogen and 
modulating drug-pathogen interactions.

Within a depth review of the literature, it is recognized that 
studies have explored the treatment of ARB by nanoparticles, 
but much has yet to be executed, although there is a resistance 
mechanism that the pathogens are developing. Although there 
are achievements in the application of NPs for the treatment 
of antibiotic-resistant pathogens that have been reported, still 
there are substantial gaps in research are identi ied including 
but not limited to that require to be addressed as future 
perspectives:

There are considerable numbers of signs of progress in 
the use of metal oxide-based nanoparticles for the treatment 
of ARB purposes in vitro that have also been addressed 
in this review. But there are little or no data on the clinical 
applications and toxicity of NPs and this is one area of research 
in the future that could potentially lead to wider applications 
of nanomedicine in the treatment of multidrug-resistant 
bacteria.

Currently, there are a few clinical trials that are 
implementing drugs loaded in nanocarriers, even though 
there are a higher number of basic research studies that 
do not go further than in vitro experiments and would be a 
further area of research. 

There could be many opportunities in the shortly soon as 
nanoantibiotics are becoming more widely and thoroughly 
researched. Therefore, further investigation is required to 
set up adequate in vivo models, because more physiological 
barriers and immunological responses are involved in animals 
upon exposure to nanoparticles, and most are not yet well 
understood.

Therefore, investing in nanoantibiotics and nano delivery 
systems developed for multidrug resistance bacterial 
treatment might be a way forward in the foreseeable future.
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